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The contents of this report reflect the views of the authors who are responsible for the facts
and accuracy of the data presented herein. The contents do not necessarily reflect the official
view of the Colorado Department of Transportation or the Federal Highways Administration.

This report does not constitute a standard, specification or regulation.



CDOT: Highway 285, Turkey Creek

Sound Measurements at Roadside of Transverse Tining vs. Ground Down Concrete Road
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SH 285 Noise Measurements beside Roadway (25 feet from center of Lane)
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Graph 8. Comparison of all test sections at roadside to ground transverse tining section.
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